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Annomayun. TexHOJIOTHEN MIIa3MEHHON HAIJIaBKU B cpeie a3oTa Ha ctainu Mapku 30XT'CA nopoikoBoii MpOBOIOKOH
cucrtembl MoCrCoC nuamerpoMm 4 MM c(OpPMHUpPOBaH HaIIaBICHHBIH CJIOW TOMIUHON nmpuMepHo 9 — 10 mM. B
Ka4yecTBe IIa3MOOOpa3yIoIIero ra3a HCIOIb30Bald aproH BhICHIEro copTa. MeTogaMu COBPEMEHHOTO
(U3MYECKOT0 MaTepHaJIOBElICHNUsI H3y4YeHbl CTPYKTYpHO-(a30Bble COCTOSHHMS U JedekTHas cyOcTpyKTypa
MOBEPXHOCTH ILIa3MEHHO HAIUIABICHHOIO CJIOS B CPele a30Ta OBICTPOpEexyIled MOJNUOACHOBOH CTanblo Ha
IIOJITOKKY, TOJABEPTHYTOTO IBYKPAaTHOMY OTIIycKy mpH TeMmmepaTtype 560 — 580 °C B Teuenue 1 u. IloxasaHo,
YTO HAIJIABJICHHBIN CIOH HMeeT MOJHKPUCTAIUINYECKYIO0 CTPYKTYpPY M COAEP)KUT INPOCIOHKH 3BTEKTHUKU.
BersBneHo (GopMupoBaHHWE B HAIUIABICHHOM CJO€ MHOTO(a3HOW CTPYKTYpbI, HPEACTAaBICHHOHN o-da30it
(tBepmprii pactBop Ha ocHOBe OLIK kpucrammmueckoii pemerku Fe), y-hazoit (TBepaplii pacTBop Ha ocHoBe ['LIK
KpHUcTayuuaeckoit pemerku Fe), kapOoumos crmoxkHOTO coctaBa MexCs u MesC, xene3a Fe;C u xpoma CrsCo.
VYCTaHOBIIEHO, YTO OTIYCK HAIUIAaBJICHHOTO CJIOSi HE TPHBOIUT K HM3MEHEHHIO MOP(OIOrHH CTPYKTYpBHI,
c(hOopMHpPOBAaHHOI 3epHaMU 3BTEKTHKH M TBEPIOTO pacTBOpa Ha ocHoBe o-xene3a (OLIK kpucrammmaeckas
pemerka). OcHoBHBIMU (hazamu siBistFOTCS o-Fe (85 mac. %) u kapouasl cnosxknoro cocraBa Mex3Ce (9 Mac. %) u
MesC (6 mac. %), dopmupyomie 3epHa 3BTEKTHKH. YCTAHOBJIEHO, YTO OTIYCK HAIUIABJICHHOTO CIOS
COTIPOBOXKJAETCS OTIPEBPAIEHHEM OCTaTOYHOIO0 AayCTEeHWTa € OOpa3oBaHMEM II0 TPAHHIAM KpPUCTAJUIOB
MapTEeHCHTa HAaHOPa3MEpHBIX YaCTHIl KapOWJIOB jkele3a M Xpoma. Bmoms mexdasHBIX IpaHHI] pasfena U B
o0BbeMe TUIaCTHH KapOuaHOH (ha3bl 3epeH IBTEKTHKH BBISIBIIEHBI MUKPOTPEIUHEI, KOTOPBIE MOTYT HHUIIUUPOBATh
paspylleHHe MaTepuaa HalJIaBIeHHOTO CI0sl [IPU 3KCILTyaTalluy.
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ROLE OF HIGH-TEMPERATURE TEMPERING IN FORMATION OF STRUCTURAL-
PHASE STATES OF PLASMA-DEPOSITED MOLYBDENUM HIGH-SPEED STEEL
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Abstract. The technology of plasma surfacing in nitrogen on 30HGSA grade steel with a powder wire of the MoCrCoC
system with a diameter of 4 mm formed a deposited layer with a thickness of approximately 9 — 10 mm Argon of
the highest grade was used as the plasma-forming gas. The structural and phase states and defective substructure
of the surface of a plasma-deposited layer in a nitrogen medium with high-speed molybdenum steel on a
substrate subjected to double tempering at a temperature of 560 — 580 °C for 1 hour have been studied by
methods of modern physical materials science. It is shown that the deposited layer has a polycrystalline structure
and contains layers of eutectic. The formation of a multiphase structure in the deposited layer was revealed,
represented by an a-phase (solid solution based on the BCC crystal lattice Fe), a y-phase (solid solution based on
the FCC crystal lattice Fe), carbides of complex composition Me»3Cs and MesC, iron carbides FesC and
chromium Cr3C,. It was established that tempering of the deposited layer does not lead to a change in the
morphology of the structure formed by grains of eutectic and a solid solution based on a-iron (BCC crystal
lattice). The main phases are a-Fe (85 wt. %) and carbides of complex composition Me»3Cs (9 wt. %) and MesC
(6 wt. %) forming eutectic grains. It has been established that the tempering of the deposited layer is
accompanied by the pre-transformation of residual austenite with the formation of nanoscale particles of iron and
chromium carbides along the boundaries of martensite crystals. Microcracks have been identified along the
interfacial interfaces and in the volume of the plates of the carbide phase of eutectic grains, which can initiate the
destruction of the deposited layer material during operation.

Keywords: high-speed molybdenum steel, surfacing, plasma method, heat treatment, elemental and phase composition,
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[lomydenne 3alIMTHBIX TOKPHITHHA C BBHICOKHMH
AKCIUTyaTallMOHHBIMU CBOWCTBaMH, 00€CIEYHBarO-
HIUX 3alIUTY U3AETUI OT pa3IMYHbIX BUAOB M3HOCA,
KOPpO3UH, yIapHBIX HArpy30K W JPYTHX BHEITHUX
BO3JICHCTBHIA, SBISIETCSI OJHOW W3 (PYHIAMEHTalb-
HBIX 33/1a4 COBPEMEHHOT0 (PH3MYECKOTO Marepua-
noBeneHus. /g pemeHus 3TUX 3a7ad B TOCIETHEe
BpEMs BBINIOJHSIOTCS HAydyHbIE HCCIEAOBAaHUSA H
MpaKTHYecKre pa3paboTKH B OONACTH SHEPro- H
pecypcocOeperaionux TEXHOJOTHH  TUIa3MEHHOM
HaIIaBKU OBICTPOPEXKYLIMMHU CTAISIMH, WMEIOIUE
3HAUUTENbHBIE TPEUMYIIECTBA NEPEN JPYTMMH
crocobamMu HaHeceHus MOKpbITHil [1 — 4]. Harutas-
Ka OBICTPOPEKYIIMMH CTalsiIMH HauOoJjiee IOIHO
OTBEYAET COBPEMEHHBIM TPEOOBAaHUSAM MPOMBILI-
JIEHHOCTH C TOYKH 3pPEHHUS YPOBHSA TOCTUTAEMBIX
CBOWMCTB, a Tak)ke IKOHOMUYECKOH 3((HEeKTHBHOCTH.
Hcnonp3oBanue azoTa B KayecTBE JIETHUPYIOIIETO

dJIeMeHTa Tpu (POPMHUPOBAHHMM HAIUIABOYHBIX TO-
KPBITHH, NPUBOIAIIEE K POCTY MHMKPOTBEPIOCTH
CTPYKTYPHBIX COCTABIISFOIIMX, 3HAYUTEIILHO TOBBI-
IIaeT IKCIUTyaTaIlMOHHBIE CBOMCTBA [5; 6].

OcCHOBY OBICTPOPEXKYIIMX CTajeil CoCTaBIseT
BOJIb(paM — jgoporod M AepuuuTHBIA 3nmeMeHT. C
MOMEHTA CO3JIaHUs TIEPBOM OBICTPOPESKYIIEH cTamn
Mapku P18 mccrnepoBarensMu akTUBHO pa3pabathi-
BAIOTCSI HOBBIE CTaJH C LIMPOKHMH HpeAeiIaMu CO-
JIep>KaHUsl yIriepoia W JIETHPYIOMUX 3JIEMEHTOB.
MonubeH oka3biBaeT 1ogo0HOe BiIUsSHUE HA (op-
MHUPOBAaHUE CTPYKTYPBI U CBOMCTB OBICTPOPEKYIINX
CTaJiell, a TaKKe ABJSIETCS MEHEe JIOPOTHM 3JIEMEH-
TOM, TMO3TOMY €ro HIMPOKO HCIHOJB3YIOT BMECTO
Bonbppama. B Bonb(hpaM-MONHOIEHOBBIX CTaAX
(manpumep, Mapku P6MS5) coxepxkanue Boibdpama
W MOJHO/IeHa OOBIYHO OJIMHAKOBO TPH KOHIICHTpA-
MU BaHaAus pUMepHO 2 %. DTH >IEeMEeHTHI pac-
TBOPSIIOTCS IPUOJIN3UTENBHO TIOPOBHY B PacTBOPHU-
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MBIX ¥ HEpacTBOPHMBIX KapOumax. Ilepseie U3 HuX
o0ecneynBaloT BBICOKYIO TBEPAOCTh U TEIUIOCTOM-
KOCTb, a BTOpbIE — IPOYHOCTHBIE CBOWCTBA U yIap-
HYI0 BSI3KOCTh [7 — 10].

MonunbaeHoBbIE OBICTPOPEKYIINE CTand oba-
JAFOT TENTBIM KOMIUIEKCOM BBICOKHX 3KCIUTyaTallOH-
HBIX CBOMCTB IO CPaBHEHUIO C BOJIB(PPaMOBBHIMH U
BOJIb(hPaM-MOITMOIEHOBEIMU, YTO OOYCJIOBJICHO TIO-
BBIIIICHHOH PAaCTBOPUMOCTBIO MOJIOJICHA B AyCTECHUTE
u (opMHUpOBaHHEM 0oJiee MENIKHX KapOWIOB MpU Tep-
MHYECKOH M TepMOMEXaHW4ecKkor oOpadotke. [lomoi-
HUTENBHOE YITy4IlIeHHE CBOMCTB MOBEPXHOCTHBIX CIIO-
B, c(pOpMUPOBaHHBIX IIA3MEHHOW HAIUIaBKOH OBICT-
POPESKYLIMMH CTaJISIMH, JOCTUTAETCS 32 CYET HCIIONb-
30BaHMsI BHEIIHUX OSHEPreTUYeCKUX BO3JIEHCTBUM
IUTa3MOH, JIa3epHBIM OOTydeHHEM, SIEKTPOHHBIMH H
WOHHBIMHU ITyYKaMH, MOIU(DUIIUPYIOLINX TOBEPXHOCTh
[11 — 19]. Ins BBISBIEHUS] TIPUPOABI U MEXaHW3MOB
(hOpMHUpOBAHUS CTPYKTYpPHI, (Ja30BOr0 COCTaBa W Jie-
(eKTHOM CyOCTPYKTYpBI MPH M3rOTOBJICHUH H IOCTIe-
JYIOLIEH TepPMUUYECKOH 00pabOTKe MOKPHITHHA MOJHO-
JIEHOBBIX OBICTPOPEKYIIUX CTAIeH HEOOXOIUMBI BBHI-
COKOMH(OpPMATHBHEBIE METO/IbI COBPEMEHHOTO (hr3Hye-
CKOTO MaTepHaJioBEICHUS |, B TIEPBYIO O4Yepe/pb, Mpo-
CBEUMBAIOIIEH AIIEKTPOHHOW MuKpockorm [4; 7; 15;
16]. B oredecTBeHHOI 1 3apyOeKHOI IUTEpaType TI0-
JOOHBIX HMCCIICIOBAHUI KpaiHEe MaJlo, YTO 3aMETHO
CHIDKACT TEPCIEKTHBBI MPAKTHYECKOr0 MPUMEHEHUSI
TIOKPBHITHIA MOJTMOICHOBBIX OBICTPOPEKYIIINX CTAIISH.

Lenbto HacTosimield pabOTHI SABJISETCS HCCICI0-
BaHUE CTPYKTYpHO-()a30BBIX W3MEHEHUH IMOBEpX-
HOCTHOTO CJIOSl OBICTPOpEXKyIIeil MOINOICHOBOM
crany, cOpMHPOBAHHOTO TUIA3MEHHOM HAaIlIaBKOW
Ha CPEeIHEYTJIEPOTUCTYIO CTallb MOJ BO3/ICHCTBHEM
BBICOKOTEMIIEPATYPHOTO OTITYCKa.

MartepuaJibl 1 METOABI HCCJIETOBAHUS

Just GopMupoBaHMS HAIUIABIEHHOTO CIIOS HC-
MOJTb30BAIM  TTOPOIITKOBYIO  ITPOBOJIOKY  CHCTEMBI
MoCrCoC muamerpom 4 mm. OOpasibl sl UCCIEN0-
BaHUI NONydYalnu MJIa3MEHHOW HAaIUIaBKOM B cpelie
azota Ha ctays Mapku 30XT'CA. Pexxum dopmuposa-
HUSI HATUTABJICHHOTO CJIOST: CBapOyHbIi ToK 145 — 150 A;
HanpsbkeHue Ha nyre 50 — 55 B; ckopocTh HariaBKu
18 M/4, CKOpOCTh TOAAYM HPOBOJOKK 60 M/4; JJTMHA
ayru 20 MmM. HammaBKy HpOBOIWIN B YETBHIPE CIIOS
o01Iei TomIuHON mpuMepHo 9 — 10 M.

Xumudgecknii coctaB (Mac. %) cTamMm  Mapku
30XT'CA cremyromuii: 0,3 C; 0,9 Cr; 0,8 Mn; 0,9 Si,
octabHOe Fe. Xumudeckuii cocraB (Mac. %) Haruiae-
JIEHHOTO CJIOS COOTBETCTBYET CTal Mapku M9 mo
SAE-AISI M9 (T11309) Molybdenum High-Speed
Steel: 8,85 Mo; 3,57 Cr; 2,12 Co; 0,05 V; 1,12 Si; 0,56
Mn; 1,05 Al; ocramsroe Fe. B kadectse rmazmoo0pa-
3VIOIIETO Ta3a UCIOJIB30BAIM apPTOH BBICIIIETO COpPTa
('OCT 10157-79) ¢ pacxomom 6 — 8 n/mMuH; B

KauecTBE 3aIlIUTHOTO Ta3a MCIOJIE30BAI TEXHUIECKH
gucteii a3or (TOCT 9293 — 74) ¢ pacxomoMm
20 — 22 n/muH. PexxuMbl T1a3MEHHON HAIUTaBKHU TPO-
BogwiM Ha yctaHoBke YI-417 [4; 7; 15; 16]. Tep-
MHYECKYI0 00pabOTKy HAIUIaBIEHHOTO CJOS OCY-
mecTBIsUH pu Temneparype 560 — 580 °C B Teue-
Hue 1 u.

Jns onpenenenust (pa3oBOro cocraBa HarlIaBJeH-
HOTO CIIOS MCTIONB30BAT PEHTTEHOBCKUH H(paKTo-
merp JAPOH-8H, ocHamieHHbIN mapaboIMIecKuM 3ep-
KaJIOM Ha TIEPBHYHOM TIy4Ke U TO3UIMOHHO-
YyBCTBHTENBHBIM JeTekTopoM Mythen 2R 1D
(640 kananoB, pasmep omHoro ctpumna 50 MKM).
Wnentudukanus $pazoBoro cocrara, KaueCTBEHHBIH
M KOJIMYECTBEHHBIM (ha30BBIH aHAIM3, a TaKKe
YTOYHEHHE TapaMEeTPOB CTPYKTYpPHI BBITIOITHEHBI
MpHU TOMOIIM TporpaMMHoro komruiekca «KJIA —
Kpucrannorpadus u qudpakinOHHBIN aHAIH3» CO
BCTPOCHHON KapTOTEKOM MOPOILIKOBBIX CTaHAAPTOB
(AO ML «bypesectHuk», Bepcus 2023-01-24-
144022.8dec10c0f).

CTpyKTypy M 3JEMEHTHBIA COCTaB HaIlJIaBJICH-
HOT'O CJIOSl M3y4alld METOIaMH CKaHUPYIOIIEH dIIeK-
TpoHHOI MuKpockonuu (pudop KYKY-EM6900 ¢
TEPMOAMHUCCHOHHBIM BOJIB(PPAMOBEIM KaTOIOM H
MPHUCTABKOH I MUKPOPEHTTE€HOCIEKTPATHLHOTO
aHaJM3a SJIEeMEHTHOTO COCTaBa).

JedexTHyto CyOCTPYKTYpY, JEMEHTHBIA U (a-
30BBIil COCTaBBI HAIUTABIICHHOTO CJIOSI MCCIIEAOBAIH
METOJJaMU TPOCBEUMBAIOLIEH JJIEKTPOHHOW JH-
(GpakIMOHHOW MHKPOCKONHMU TOHKUX (hoyer (Tipu-
o6op JEOL JEM-2100, Anonus) [20 — 22]. Merton
MUKPOTUGPAKIIMOHHOTO aHAIH3a C MPHUBICYCHUEM
TEMHOTIOJIBHOM METOJWKH HCIIONB30BANM IS U3Y-
yeHHs (pa3o0BOTrO cocTaBa MaTepHaa.

Pe3yabTaThl 1 HX 00Cy:KIeHUE

B chopmupoBaHHOM T[J1a3MEHHOW HarUIaBKOMH
Marepuajle  BbIABICHA  IOJIMKPUCTALINYECKAs
CTPYKTYpa ¢ MPOCIOMKaMU 3BTEKTHKH IO IpaHUL[aM
3epeH, B 00beMe KOTOPBIX (PUKCHUPYIOTCS HaHOpa3-
MEpHBIE YaCTHIBI KapOHIHOH ¢a3bl. BricokoTem-
MEepaTypHbIM OTIYCK HE MPUBOAUT K U3MEHEHUIO
MOP(}OIIOTHH CTPYKTYPBHI.

ATOMBI MOJIHOJIEHA, XpOMa, ATFOMHHWSI, KHCIIO-
poZa U KpEeMHHs B HAIUIABIEHHOM CJIO€ paclpese-
neHsl HeogHopoAHO. ComocTaBleHHE B3aHMHOTO
pPacCIIOJIOKEHUS] aTOMOB AQIIOMUHUS, KPEMHUSA U
KHUCJIOPOZA IO KapTaM paclpeieseHus] XUMUYECKUX
3JIEMEHTOB B TOKPBITUM MO3BOJISET IMPENINOJIaraTh
(opMHpOBaHNE OKCHUAOB ATIOMHHHUS U KpPEMHHS, a
TaKXe aJIOMOCHJIMKATOB. BBINIONHEHHAsT METOIaMHU
MHUKPOPEHTTEHOCIIEKTPAJIBHOTO  aHaIM3a KOJIM4e-
CTBEHHAs OLICHKA 3JIEMEHTHOT'O COCTaBa CTPYKTYPbI
MoKa3aia, 4To B 00beMe 3epeH OCHOBHBIMU XUMHU-
YEeCKUMH  JJIEMEHTaMH  SABJISIOTCA  MOJHOJEH,
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Puc. 1. PerTrenorpamMma HarutaBIeHHOTO €051 B HCXOTHOM COCTOSHUH (/) 1 Tociie oTirycka (2)
Fig. 1. Radiographs of the deposited layer in the initial state (/) and after tempering (2)

YIJIepoJ, XPOM U KeJe30, TOrAa KakK MPOCIOWKH 110
TpaHulaM 3epeH 00oTalleHbl, MPEUMYIIECTBEHHO,
atomamu C, Si, S, V, Cr u Mo. OT0 CBHIETEILCTBY-
€T O CJIOKHOM (Pa30BOM COCTABE PACCMATPHUBAEMBIX
oOpa3oBaHnii. BrvIgBNeHHBIE B HE3HAYUTEIHHOM
KOJIMYECTBE BKIIIOYCHMSI OKPYTJIOH (GOpMBI 000Ta-
LIEHBl aTOMaM{ KHUCJIOPOAa M ATIOMHHUS, YTO OJI-
HO3HAYHO CBHJIETENILCTBYET 00 00pa30BaHUU OKCH-
JO0B aJIFOMUHHA.

BbINONHEHHBIN aHAIM3 PEHTTEHOIPaMM  HAIUIaB-
JICHHOTO CJIOA JI0 U TIOCIIE BBICOKOTEMIIEPATypHOIO
ormycka (puc. 1, cM. TaOMIly) CBUIETEIBLCTBYET O
CYIIECTBEHHOM IpeoOpa3zoBaHuy (Ha30BOrO COCTaBa
HAIUIABJICHHOTO CJIOSl TIOCNE OTIIyCKa. Bo-TepBbIX,
METOAaMH PEHTTCHOCTPYKTYPHOTO aHaju3a HE BbISB-
JISIeTCSl OCTAaTOYHBIN ayCTeHUT U KapOus xenesa Fe C.
Bo-BTOpbIX, yMEHbIIaeTCs MapaMerp KpUCTaUIH-
YeCKOM pemeTkd o-(pas3bl, YTO CBUAECTEILCTBYET O

MPOTEKAaHUH MpOoIIecca paciaza TBEPAOro pacTBOpa Ha
OCHOBe 0-Fe. B-TpeTbux, CyIeCTBEHHO YMEHBUIAIOT-
csl pa3Mepbl oOnacTell KOrepeHTHOTO PAcCesiHUs O-
¢da3pl u xapbuma MesC, 9T0O MOXKET yKa3bIBaTh Ha
npeoOpazoBanre ePeKTHOM CyOCTpYKTYpHI a-(ha3bl ’
BBIZICJICHUS] HAHOPA3MEpHBIX YacThll kapouna MesC.
Hcnonp3oBaHHBI B HacTosimield paboTe BBICO-
KOMH(GOPMATHBHBIN METO]I IIPOCBEYNBAIOIICH IIEK-
TpoHHOM MuKpockonuu (I[IOM) no3Bommn yTod-
HUTH U OJHO3HAYHO BBIABUTH SJIEMEHTHBINA U (1)330-
BBI cocTaBbl, MOp(osIOruio (a3 M IUCIOKALUOH-
HYI0 CYOCTPYKTYpY HAIUIaBJIEHHOIO CJOsl IIOCie
TEPMHUYECKOH 00pabOTKH. Y CTaHOBJICHO, YTO B 3€p-
Hax HaOmogaeTcsi CTPYKTypa, XapakTepHas s
IUTACTUHYATOrO0 MAapTEHCHUTA 3aKajleHHOH ctanu. [lo
TpaHuIaM 3epeH HaOII0Aar0TCs IPOTSHKEHHBIE TIPO-
CIIOMKH, UMEIOLIME CTPOCHNE, XapaKTepPHOE I IBTEK-
THYECKOTO NPEBPAILECHKS, TO €CTh TI0 IPAHMLIAM 3EpeH

PacuyeTHble JaHHbIe, MOJy4eHHbIE H3 PEHTIeHOTPAaMM HAIJIABJIEHHOIO CJI0A
Calculated data obtained from radiographs of the deposited layer

Dasa Hons daser, | [Tapamerprr | Pasmepsr
mac. % pELIEeTKH, A | OKP, um
Cocmosinue 0o omnycka

a-Fe 65 a=2,887 52

y-Fe 12 a=3,598 34

Mer3Cs 11 a=10,466 23
MesC 7 a=11,002 28
FexC 5 . iﬁg; 13

Cocmosinue nocie omnycka

a-Fe 85 a=2,.873 26

Mer3Ce 9 a=10,420 23
MesC 6 a=11,002 13

=20 -



Bectank CrOMPCKOro rocy1apcTBEHHOT0 HHAYCTprUasibHOTrO yHuBepeurera Ne 3 (53), 2025

Puc. 2. DnekTpoHHO-MUKPOCKONMIYECKOEe H300paKeHUE IUCIOKAIMOHHON CYOCTPYKTYPBI KPHCTAIIOB MApTEHCUTA TIOCIIE OTITYCKa:
a — CBETJIOE T0JIE; 6 — MHKPOAJIEKTPOHOTPpaMMa; 6 — TEMHOE ToJIe, moirydeHHoe B pediekce [110]a-Fe; Ha mo3. 6 crpenkoit ykazaH
pedexc, B KOTOPOM MOTY4SHO TEMHOE TT0JIe
Fig. 2. Electron microscopic image of the dislocation substructure of martensite crystals after tempering:

a — bright field; 6 — microelectron diffraction pattern; ¢ — dark field obtained in the [110]a-Fe reflection; in 6 the arrow indicates the
reflection in which the dark field was obtained

pacmonaraeTcsi 9BTEKTHKA IUIACTHHYATOrO THIIA
(puc. 2). B o0beMe miacTHH HaONIOAaeTCs AUCIO-
KalMoHHast cyOcTpykTypa cerdaroro Ttuma. Cka-
JSIpHAsk TUIOTHOCTD TUCITIOKANUi, N3MEpeHHasi METO-
JIOM CEKyIMX, <p> = 6,5-10'0 cm 2.

[lpu aHanM3e MHUKPOINEKTPOHOTPAMM M TEMHO-
MOJIBHBIX M300paKeHUi OBLIO YCTAHOBJICHO, 4YTO
OTIYCK HAIUIaBIEHHOTO MeTajlla CONPOBOXKIACTCS
YaCTUYHBIM MPEBPALICHUEM OCTATOYHOTO ayCTCHH-
Ta ¢ 00pa30BaHUEM IO TPAHUIIAM IJIACTUH MapTeH-
CHUTa YacTHUI] KapOHJIOB kemne3a u xpoma (puc. 3, 4).
B o0beme muiacTHH MapTEeHCHUTA YaCTHIl KapOUTHOH
(a3bl He 0OHAPYKEHO.

Bpui npoaHaM3upOBaHbl 3epHA TBEPIOTO PAacTBO-
pa Ha ocHoBe o-Fe u 3epHa sBrexTHKH. bpUTO ycTa-
HOBJICHO, YTO TIOCIIETHHE SIBIISFOTCS. MHOTO(a3HbIMU
o0pa3oBaHHsMH M C(HOPMHPOBAHBI TPOCIOHKAMH
KapOuaoB cioxxHoro cocraBa (MexsCs nmn MesC) u
a-¢pa3pl. Bronbk Mex¢asHbIX TpaHHIl pasiena U B
o0beMe TIacTUH KapOuaHo# (asel (puc. 5) oOHapy-
JKEHBl MHKPOTPEIIUHBL. DTO YKa3bIBaeT Ha TO, 3epHA
IBTEKTUKH HAXOJATCS B  YHPYro-HAPSDKCHHOM
COCTOSIHMM U MOTYT SIBJISITHCSI HCTOYHUKAMH MaKpoO-
TPElIUH, CHOCOOHBIX TPUBECTH K Pa3pyLICHUIO
HAaIUIaBJICHHOTO MaTepuaa.

BroiBoabI

Hcnonp3ys TEXHOIOTUIO TUIa3MEHHOM HaIlJIaBKU
nmopomkoBoii mpoBonokoit MoCrCoC muamerpom
4 MM B cpejie a30Ta Ha CPEAHEYTJIEPOAUCTON CTAIIH
Mapku 30XI'CA, chopMupoBaHO HOKPBITHE TOJI-
muHOM npumepHo 9 — 10 mm. B kauecTBe miuaszmo-

o0pasylomero rasa Mcroib30BaH aprod. [lina3men-
HOE TOKPBITUE TTOABEPTHYTO JBYKPATHOMY OTITYCKY
npu temmeparype 560 — 580 °C B Teuenue 1 4. Bri-
COKOTEMIIEPaTYPHBIH OTIIYCK HAIJIaBICHHOT'O CJIOS
HE MPUBOAMUT K U3MEHEHUIO MOP(OIIOTUH CTPYKTY-
pBl HAIUIABKH: MOJUKPUCTAIIMYUECKAsl CTPYKTYpa,
chopMHUpPOBaHHAsA 3€pHAMHU SBTEKTHKH U TBEPAOrO
pacTBopa Ha OCHOBE O-keyie3a. BrisaBneHo dopmu-
pOBaHHE B HAIUIABICHHOM CJIo€ MHOTO(a3zHOH
CTPYKTYPBI, TIPE/ICTABICHHOW O~ U Y-(ha3zamu, Kap-
O0umoB cioxkHOTO coctaBa (Mex3Ce u MesC) u xene-
3a FesC u xpoma Cr3C,. OcHOBHBIMU (ha3amu SB-
JISTIOTCS TBEPIBIM pacTBOp Ha ocHOBE a-Fe (85 mac. %)
1 KapOuIbl cIoKHOTO coctaBa MexCs (9 mac. %) u
MesC (6 mac. %), hopMupyIOIINE 3€pPHA 3BTEKTHKH.
YCcTaHOBIIEHO, YTO OTIYCK HAIUIABICHHOTO CJIOS
COIIPOBOK/AAETCA JONPEBPALICHUEM OCTaTOYHOTO
ayCcTeHHTa ¢ 00pa30BaHUEM IO TPaHULIAM KpHCTall-
JIOB MapTEHCHTA HAHOPA3MEPHBIX YaCTHIl KapOUI0B
JKele3a M XpoMa, CIIOCOOHBIX MOBBICUTH TBEPJIOCTh
U HW3HOCOCTOMKOCTh HAIUIABJICHHOTO TOKPBITHUS.
Brons Mexda3HbIX TpaHUIl pa3liena U B o0beMe
TUTACTUH KapOugHOU (ha3pl 3epeH IBTEKTUKH BBISB-
JIEHbl MUKPOTPEILIMHBI, KOTOPbIE MOTYT HHULIUHPO-
BaTh pa3pylIeHHE MaTepHaja HaIUIaBJICHHOTO CIOS
NP MEXaHUYECKHUX HArpy3Kax.

CIIMCOK JINTEPATYPBI
1. Ememommn A.H. Ilerpouenko E.B., Hede-
neeB C.I1. MccnenoBanne cTpyKTyphl U yAapHO-
a0bpa3WBHOM  M3HOCOCTOWKOCTH  TOKPBITHI
cucremsl Fe — C — Cr — Mn — Si, JONOJTHUTENEHO

-21 -



Bectank CrOMPCKOro rocy1apcTBEHHOT0 HHAYCTprUasibHOTrO yHuBepeurera Ne 3 (53), 2025

500 nm

Puc. 3. [IOM u3o0pakeHHe CTPYKTYPHI HAIUIABIEHHOTO CJIOS MOCTe OTITyCKa:

a — CBETJIOE T0JIe; O — MUKPOIJIEKTPOHOTpaMMa; 6 B 2 — TEMHBIE 0TI, OTy4eHHbIe B peduiekcax [112]a-Fe + [322]FesC u
[112]a-Fe + [631]Cr3Cz; Ha m03. 6 cTpenkaMu yKa3aHbl pehIeKChl, B KOTOPBIX MOIy4eHbI TEMHBIE OIS Uit 1103. 6 (1) m 2 (2);
Ha T03. 6, 2 CTPENKaMH YKa3aHbl YaCTHIBI KapOUJHOW (a3bl
Fig. 3. TEM image of the structure of the deposited layer after tempering:

a — light field; 6 — microelectronogram; ¢ and 2 — dark fields obtained in reflexes [112]a-Fe + [322]Fe3C and
[112]o-Fe + [631]Cr3Cz; in pos. 6 the arrows indicate reflexes in which dark fields are obtained for pos. ¢ (/) and ¢ (2);
in pos. 8, ¢ the arrows indicate the particles of the carbide phase
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Puc. 4. [TOM u3o0pakeHHe CTPYKTYPHI HAIUIABIEHHOTO CJIOS MOCTe OTITyCKa:
@ — CBETIIOE T0JIe; O — MHKPOJJICKTPOHOTPAMMa; 8 M & — TEMHBIE 110151, OJIy4eHHbIE B pediexcax

[110]a-Fe + [111]y-Fe + [320]Cr3C2 u [002]a-Fe + [022]y-Fe; Ha mo3. 6 cTpenkaMu ykazaHbl peIIeKChl, B KOTOPBIX MOTy4EHBI

TeMHBIe NoJist 1 1103. B (1) u 2 (2); Ha 103. 6 U 2 CTpEIKaMH yKa3aHbl 4aCTHUIIBI KapOuaHoit ¢a3bl, y-Fe n npocnoiiku y-Fe
Fig. 4. TEM image of the structure of the deposited layer after tempering:
a — the light field; 6 — the microelectronogram; ¢ and e — the dark fields obtained in the reflexes [110]a-Fe + [111]y-Fe + [320]Cr3C2
and [002]a-Fe + [022]y-Fe; in pos. 6 the arrows indicate the reflexes in which the dark fields are obtained for pos. 6 (/) and 2 (2);
in pos. ¢ and e the arrows indicate the particles of the carbide phase, y-Fe and y-Fe interlayers
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Puc. 5. [I9M uzobpakeHre CTPYKTYPbI ITACTHH KapOUIHOH (ha3bl ¢ MUKPOTPEIIUHAMHU:

a — CBETJIOE T0JIe; 6 — MUKPO3JIEKTPOHOTPaMMa; 6 M 2 — TEMHBIE TOJIsl, MoJy4eHHbIe B peduiekcax [244|Mex3Ces u [133]Me23Ce; Ha
03. O CTPENKaMH yKa3aHBI Pe(IIEKCH, B KOTOPHIX MOIYYEHBI TEMHBIE MOJIS UTs 1103. 6 (1) 1 2 (2); Ha 103. 8, 2 CTpeIKaMHu YKa3aHbI
MHUKpPOTPELINHBI, PACTIONIOKEHHBIE B 00BheMe IIACTHH KapOUIHOH (azbl
Fig. 5. TEM image of the structure of carbide phase plates with micro-cracks:

a — light field; 6 — microelectronogram; ¢ and 2 — dark fields obtained in reflexes [244]Me23Cs and [133]Me23Ce; in pos. 6 arrows
indicate reflexes in which dark fields are obtained for pos. ¢ (/) and 2 (2); in pos. arrows 6, ¢ indicate microcracks located in the
volume of the plates of the carbide phase
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